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Issued To: 
 
 
 
 
 
 
 
 
 
Sample Description : UPVC PROFILE 
Sample Received Date : 26-07-2025 
Sample Drawn By           : Client 
Specification                : -- 
Test Requested : THERMAL CONDUCTIVITY 
Test Method : Refer to Attached Pages. 
Test Result : Refer to Attached Pages.                                                                                                                                                                                             
 
 

SAMPLE PICTURE 

 

  

M/s MQB MERCANTILES PRIVATE LIMITED 
10/2, Lottegollahalli, Outer Ring Road,R.M.V. Extension II Stage, 
Bengaluru, Bengaluru Urban, Karnataka, 560094 
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I. Mechanical 
              1. 

THERMAL CONDUCTIVITY TEST                                             Test performed on: 01-08-2025 to 02-08-2025 
Test Method: ASTM C518 

Test Parameter Unit Result 

Thermal Conductivity W/m.K 0.22 

       --------------End of Report------------------  
  

 

  
  Rahul 
  ASSISTANT MANAGER- TESTING 
  _____________________ 
  Authorized Signatory 

 

 


